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TEST RESULT
1. Tén méu thir: C4ch dién Polymer 35kV 120kN
Name of sample 35kV 120kN Polymer Insulator
2. Khéach hang: Cong ty TNHH San xuét va thuong mai NCT Viét Nam
Customer NCT Vietnam Manufacturing and Trading Company Limited
3. Co s& san xudt: Cong ty TNHH San xuét va thuong mai NCT Viét Nam
Manufacturer NCT Vietnam Manufacturing and Trading Company Limited
4. Ky hiéu : NCT CS-35/120
Type
5. S6 lugng méu: 01 pha
Quantity
6. Tinh trang mAu: M6i, chua qua st dung
Condition of sample:
7. Ngay nhan mau: 16/ 02/ 2017 -
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8. Ngay thur nghiém: 16/ 02/ 2017 + 03/ 03/ 2017
Testing date

9. Tiéu chudn 4p dung: IEC 61109 va Yéu ciu khich hang
Applied standards: — IEC 61109 and requirement of customer
Ha noi, ngé}y 03/ 03/2017
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1. Phiéu két qua ndy chi c6 gid tri @i véi mau thir do khdch hang dwa téi.
This test results is value only for samples taken by customer.

2. Khéng duoc trich sao mét phan két qud ndy néu khéng duwoc sie dong y ciia trung tam Ky thudt 1.
This test results shall not reproduced except in full, without the written approved of QUATEST 1.

3. Tén mdu va tén khdch hang duoc ghi theo yéu cau ciia khdch hang.
Name of sample and customer are written as customer’s request,
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